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	PART  1: Comments


	
	Reviewer’s comment

	Author’s Feedback (It is mandatory that authors should write his/her feedback here)


	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.

	This article has important scientific implications for the production of titanium alloys with unique properties for the aviation industry. It describes the basic mechanical properties and the influence of a corrosive marine environment on alloy oxidation. Optimal values for mechanical properties during alloy production are determined.
	

	Is the title of the article suitable?
(If not please suggest an alternative title)

	The title is appropriate, but emphasis is needed on the purpose of this alloy. Therefore, I propose the following title: Production and Mechanical Characteristics of a Metastable Beta-Alloy Ti-4Fe-3Cr-3Cu for the Aviation Industry.
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.

	The annotation must indicate (add) the areas of application of the alloy and possible improvement effects in the aviation industry.
	

	Is the manuscript scientifically, correct? Please write here.
	The manuscript is written in correct technical language, using scientific terms understandable to specialists in the field.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	The introduction is written sufficiently and completely.
	

	Is the language/English quality of the article suitable for scholarly communications?

	The article is written correctly
	

	Optional/General comments

	1. As an additional note, the article frequently uses the designation Ti-4Fe-3Cr-3Cu, despite the lack of comparison or analysis with other similar alloys. Either a comparison of the mechanical properties with another or similar alloys should be added, or the number of references should be reduced, as only one alloy is being described.
2. In Figure 7, the locations of transition zones and sediments should be marked and indicated with arrows for clarity.
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	Reviewer’s comment
	Author’s Feedback (It is mandatory that authors should write his/her feedback here)


	Are there ethical issues in this manuscript? 

	(If yes, Kindly please write down the ethical issues here in details)
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